
Geochemical
Lab Report

Bondar-Clegg, Inc.
12°so Westfcedar Dr.

URewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32629.4 ( COMPLETE ) REFERENCE INFO: 0-225

CLIENT: BROHM MINING CORP. 
PROJECT: R89-630

SUBMITTED BY: J. BARRON 
DATE PRINTED: 22-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 45 0.002 OPT Fire Assay

SAMPLE TYPES 

D DRILL CORE

NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

45 2 -150 45 Assay Prep 45

REMARKS: Final results are reportedr

REPORT COPIES TO: MR. JIM BARRON 
MR, JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
!20RQ Wc:;t'J:edar Dr. 
llfewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32629.4 < CO"PLETE) 

CLIENT: BROH" "INING CORP. 
PROJECT: R89-630 

ORDER 

1 Au 

ELEl'IENT 

Gold 

SAIIPLE TYPES HUl'IBER 
------------------------------
D DRILL CORE 45 

-· ~::. ...... _, r1 11,u 1 ,:'!>ll.l1.!> ,. , ., ._.,,,,ill v ,:;;u • 

REPORT COPIES TO: NR. JIii BARRON 
l'IR. JIii BARROM 

HU"BER OF LOWER 

REFERENCE INFO: 0-225 

SUB"ITTED BY: J. BARROM 
DATE PRINTED: 22-HOV-89 

ANALYSES DETECTION LIKIT EXTRACTION METHOD 

45 0.002 OPT Fire Assay 

SIZE FRACTIONS HUl'IBER SAIIPLE PREPARATIONS MUIIBER 
------------------------------ ---------------------------
2 -150 45 Assay Prep 45 

INVOICE TO: NR. JIii BARROM 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 WfrlCedar Dr.
Llllkewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32629.4
DATE PRINTED: 88-N0V-89_ _ _ _ _ _ _ _ _ _
PROJECT: R89-630 PAGE 1

SAMPLE ELEMENT Att SAMPLE
NUMBER UNITS OPT NUMBER

ELEMENT

ci r"
i)______

D2 R89-630-0-5 0.002 Dg RSI-130 
B2 R89-630-5-10 0.005 Dg R8I-I31 
D8 R89-&30-10-15 0.005 D2 R8H34 
Dg R89-630-15-80 0.008 D8 R8i|30 

D3 R89-630-20-85 0.005 D8 R8M30

tol-aia U 
liifTS
rllSlagO —

0.008

1 V.008w I
D2 R89-630-25-30 0.009
D2 R89-630-30-35 0.011
D2 R89-630-35-40 0.004
D2 R89-630-40-45 0.008 La
D8 R89-630-45-50 0.011

J09 MHOfla 1

D8 R89-630-50-55 0.005
D8 R89-630-55-60 0.083
D2 R89-630-&0-65 0.004
D2 R89-630-65-70 0.010
D8 R89-63O-70-75 0.003

Dg R89-630-75-80 0.005
D2 RB9-630-80-85 0.008
D8 R89-&30-85-90 0.008
D8 R89-&30-90-95 0.004
D2 R89-630-95-100 0.006

D2 R89-630-100-105 0.003
D2 R89-630-105-110 0.016
D8 R89-630-110-115 0.018
D8 R89-630-115-180 0.003
D8 R89-630-120-185 <0.008

D2 R89-630-185-130 0.008
D2 R89-630-130-135 <0.008
D2 R89-630-135-140 0.008
D8 R89-630-140-145 0.003
D2 R89-630-145-150 0.007

D2 R89-&30-150-155 0.003
D2 R89-630-155-160 0.005
D8 R89-630-160-165 0.005
D2 R89-&30-165-170 0.005
D8 R89-630-170-175 <0.002

D8 R89-630-175-180 <0.002
D8 R89-630-180-185 <0.008
D2 R89-630-185-190 0.025
D2 R89-630-190-195 0.011
D2 R89-630-195-200 0.008

Bondar-Clegg, Inc. 
12980 We< _edar Dr. 

' ewood, Colorado 80228 
(303) 989-1404 

REPORT: 089-32629.4 

SAIIPLE ELEIIENT 
HUIIBER UNITS 

D2 R89-630-0-5 
D2 R89-630-5-10 
D2 R89-630-10-15 
D2 R89-630-15-20 
D2 R89-630-20-25 

D2 R89-630-25-30 
D2 R89-630-30-35 
D2 R89-630-35-40 
D2 R89-630-40-45 
D2 R89-630-45-50 

D2 R89-630-50-55 
D2 R89-630-55-60 
D2 R89-630-60-65 
D2 R89-630-65-70 
D2 R89-630-70-75 

D2 R89·630-7S-80 
D2 R89-630-80-85 
D2 R89-630-85-90 
D2 R89-630-90-95 
D2 R89-630-95-100 

D2 R89-630-100-105 
D2 R89-630-105-110 
D2 R89-630-110-115 
D2 R89-630-115-120 
D2 R89-630-120-125 

D2 R89-630-125-130 
D2 R89-630-130-135 
D2 R89-630-135-140 
D2 R89-630-140-145 
D2 R89-630-145-150 

D2 R89-630-150-155 
D2 R89-630-155-160 
D2 R89-630-160-165 
D2 R89-630-165-170 
D2 R89-630-170-175 

D2 R89-630-175-180 
D2 R89-630-180-185 
D2 R89-630-185-190 
D2 R89-630-190-195 
D2 R89-630-195-200 

Au 
OPT 

0.002 
0.005 
0.005 
0.006 
0.005 

0. 009 
0.011 
0.004 
0.002 
0.011 

0.005 
0.023 
0.004 
0.010 
0.003 

0.005 
0.002 
0.006 
0.004 
0.006 

0.003 
0.018 
0.012 
0.003 

{0.002 

0.002 
(0.002 
0.002 
0.003 
0.007 

0.003 
0.005 
0.005 
0.005 

{0.002 

(0.002 
(0.002 
0.025 
0.011 
0.002 

BC 
BONDAR-CLEGG 

A Dl\' ISION OF INCHCAPE 1\/SPECTIO & TESTll\,G 51::RVICES 
DATE PRINTED: 22-NOV-89 

I PROJECT: R89-630 

ELEIIEHT Au 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR-CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404

13ROHM MINING CORP. 
MR. JIM BARRON 
P.O. BOX 485 
DEADWOOI), SD 
57732

Invoice — s 1)016277, ...Parte 1
■ i

Date; s ' 30:-M0y >60 * • • ,i<
i r ..... •; i

* ’ ■- .r ........ .... ’ ; 'j
Re pp v tj No s D89~326B9. 4 
Project s R89.-630 
R ef§» r e .5 0 •••• £ 2 5

45 Analyses of Gold 
Subtotal

S a m p 1 e P r e p a r a t i o n
45 Samples of Assay Prep 

Subtotal

IT1 :i.sce 11 aneous Chart|es
4X S.D. state sales tax 
2% Deadwood city sales tax 

Subtotal

at $ 7.00 $ 315.00
* 315.00 % 315.00

at * 3.00 135.00
$ 135.00 $ 135.00

i> 5.40
* £.70

$ 8. i o $ a. i o

I n v o i e e T o t a 1 s ‘Si 458.10 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

--
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

Bondar-Clegg, Inc. 
12980 \\est Cedar Dr. 

Lakewood, Colorado 80221s 
(103)9891~ 
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Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakdtoood, C'Jiorado 80228
(303) 989-1401

BONDARCLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32630.4 ( COMPLETE ) REFERENCE INFO: 225-525

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-630 DATE PRINTED: 28-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 80 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE SO 2 -150 60 Assay Prep 60
Excessive Netness 872
Sa#ple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
HR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lake ood, €• ' rado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32630.4 I CONPLETE l 

CLIENT: BROHN MINING CORP. 
PROJECT: R89-630 

ORDER 

1 Au 

ELEl'IENT 

Gold 

SAl'IPLE TYPES 

D DRILL CORE 

NUl'IBER 

60 

RENARKS: Final results are reported. 

REPORT COPIES TO: NR. JIN BARRON 
nn.. Jln nMARIIII 

NUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

60 0.002 on 

SIZE FRACTIONS 

2 -150 

NUl'IBER 

60 

REFERENCE INFO: 225-525 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 28-NOV-89 

l'IETHOD 

Fire Assay 

SAl'IPLE PREPARATIONS NUNBER 

Assay Prep 
Excessive Wetness 
Sa1ple Pickup 

60 
872 

1 

INVOICE TO: NR. JIN BARRON 



V Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
LakeVrood, G'iorado 80228

(303) 989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: 089-32630.4
DATE PRINTED: 28-N0V-89_ _ _ _ _ _ _ _ _ _
PROJECT: R89-630 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-630-225-230 0.005 D2 R89-630-425-430 0.006
D2 R89-630-230-235 <0.002 D2 R89-630-430-435 0.007
D2 R89-630-235-240 <0.002 D2 R89-630-435-440 0.005
D2 R89-630-240-245 0.010 D2 R89-630-440-445 0.006
D2 R89-630-245-250 <0.002 D2 R89-630-445-450 0.006

D2 R89-630-250-255 <0.002 D2 R89-630-450-455 0.003
D2 R89-630-255-260 <0.002 D2 R89-630-455-460 0.008
D2 R89-630-260-265 <0.002 D2 R89-630-460-465 0.005
D2 R89-630-265-270 <0.002 D2 R89-630-465-470 <0.002
D2 R89-630-270-275 0.004 D2 R89-630-470-475 0.006

D2 R89-630-275-280 0.002 D2 R89-630-475-480 0.020
D2 R89-630-280-285 <0.002 D2 R89-630-480-485 0.006
D2 R89-630-285-290 <0.002 D2 R89-630-465-490 0.009
D2 R89-630-290-295 0.002 D2 R89-630-490-495 0.007
D2 R89-630-295-300 0.003 D2 R89-630-495-500 0.018

D2 R89-630-300-305 <0.002 D2 R89-630-500-505 0.010
D2 R89-630-305-310 0.002 D2 R89-630-505-510 0.009
D2 R89-630-310-315 0.003 D2 R89-630-510-515 0.009
D2 R89-630-315-320 0.006 D2 R89-630-515-520 0.010
D2 R89-630-320-325 <0.002 D2 R89-630-520-525 0.012

D2 R89-630-325-330 0.002
D2 R89-630-330-335 0.003
D2 R89-630-335-340 0.016
D2 R89-630-340-345 0.006
D2 R89-630-345-350 0.002

02 R89-630-350-355 0.003
02 R89-630-355-360 0.005
02 R89-630-360-365 0.005
02 R89-630-365-370 0.006
02 R89-630-370-375 0.008

02 R89-630-375-380 0.005
D2 R89-630-380-385 0.007
02 R89-630-385-390 0.003
02 R89-630-390-395 0.010
02 R89-630-395-400 0.010

02 R89-630-400-405 0.016
02 R89-630-405-410 0.024
02 R89-630-410-415 0.046
02 R89-630-415-420 0.015
02 R89-630-420-425 0.014

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakt ood, 0 rado 80228 
(303) 989-1404 

REPORT: D89-32630.4 

BC~ 
BONDAR-Cl.EGG 

\ DI\ 1S10:'J Of l"ICHCAPE l'<SPECTIO;-,; & TLSTI\G SER\ ICE<; 
DATE PRINTED: 28-NOV-89 

Geochemical 
Lab Report 

'--1 _PR_OJ_E_CT_: _R_89_-6_3_0 ____ P_AG_E_ l _ J 
SANPLE ELENENT Au 
NUl'IBER UNITS OPT _______ -=::] SANPLE ELEPIENT Au 

HUl'IBER UNITS OPT 

D2 R89-630-225-230 0.005 D2 R89-630-425-430 0.006 
D2 R89-630-230-235 (0.002 D2 R89-630-430-435 0.007 
D2 R89-630-235-240 (0.002 D2 R89-630-435-440 0.005 
D2 R89-630-240-245 0.010 D2 R89-630-440-445 0.006 
D2 R89-630-245-250 (0.002 D2 R89-630-445-450 0.006 

D2 R89-630-250-255 (0.002 D2 R89-630-450-455 0.003 
D2 R89-630-255-260 (0.002 D2 R89-630-455-460 0.008 
D2 R89-630-260-265 (0.002 D2 R89-630-460-465 0.005 
D2 R89-630-265-270 (0.002 D2 R89-630-465-470 (0.002 
D2 R89-630-270-275 0.004 D2 R89-630-470-475 0.006 

D2 R89-630-275-280 0.002 D2 R89-630-475-480 0.020 
D2 R89-630-280-285 (0.002 D2 R89-630-480-485 0.006 
D2 R89-630-285-290 (0.002 D2 R89-630-485-490 0.009 
D2 R89-630-290-295 0.002 D2 R89-630-490-495 0.007 
D2 R89-630-295-300 0.003 D2 R89-630-495-500 0.018 

D2 R89-630-300-305 (0.002 D2 R89-630-500-505 0.010 
D2 R89-630-305-310 0.002 D2 R89-630-505-510 0.009 
D2 R89-630-310-315 0.003 D2 R89-630-510-515 0.009 
D2 R89-630-315-320 0.006 D2 R89-630-515-520 0.010 
D2 R89-630-320-325 (0.002 D2 R89-630-520-525 0.012 

D2 R89-630-325-330 0.002 
D2 R89-630-330-335 0.003 
D2 R89-630-335-340 0.016 
D2 R89-630-340-345 0.006 
D2 R89-630-345-350 0.002 

D2 R89-630-350-355 0,003 
D2 R89-630-355-360 0.005 
D2 R89-630-360-365 0.005 
D2 R89-630-365-370 0.006 
D2 R89-630-370-375 0.008 

D2 R89-630-375-380 0.005 
D2 R89-630-380-385 0.007 
D2 R89-630-385-390 0.003 
D2 R89-630-390-395 0.010 
D2 R89-630-395-400 0.010 

D2 R89-630-400-405 0.016 
D2 R89-630-405-410 0.024 
D2 R89-630-410-415 0.046 
D2 R89-630-415-420 0.015 
D2 R89-630-420-425 0.014 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404

BROUN MIMING CORP. 
MR. JIM BARRON 
P.O. BOX 4<15 
DEADWOOP, SD 
57/3c?

I n v o :i e e . s. D 01 6 2 5,4*  P a r| & 1

Da tei s- C* 1; •

JRepoVt Nos D69-38630.4 
P to j be t : R <19 "630 
Ee fgjjriences 2H5-S£5

■■ -■ w *■

60 Analyses of Gold at $ 7.00 $ 480-00
Subtotal t 420.. 00 % 480.00

Samp.1.e PTeparat;ion
SO Samples of Assay Prep at $ 3-00 $ 160.00

678 Samples of Excessive Wetness at i> 0-80 $ 174.40
I Sample of Sample Pickup at $18.00 $ 18. 00

Subtotal $ 366.40 % dt>b. 4 0

M i s c e 11a n e o u s C h a r ti e s
4% S.D. state sales tax $ 14.66
2% Dead wood city sales tax $ 0. 73

Subtotal % 15. 89 $ 15. 39

Invoice Totals $ d01.79 U.S

t
THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

C 
BONOAR·CI.EGG 

LI I • (J 11 JYI i'I . I I J.I IL ( u 1-, l I • 

111,. J l I I lHlfS:1,CH~ 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

Bondar-Clegg, Inc. 
12980 West Cedar Dr 

Lakewood, Colorado !<0228 
00~) 989-14{)4 
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BROHM MINING CORP. 
MR. JIM BARROH 
P.O.. BOX 485 
DEADWOOD, SI)
57732

W<. <
Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 80228 

(303)989-1404

Invoice s 1)016844

Date s 15-JAM-90

Report Mo s D89-32630. 4 
Project : R89 -630 
Re f e'fence s 225-5g5

TO CORRECT INVOICE 0016254

$.73 Dead wood city sales tax charged should have been $7.33 $ 6.6*0

Invoice Total $ 6. 6>0 U. S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BONDAR·CI EGG 

I f.'Ol 11'1 11 li 111-H 

4 ·~ J 

l l I { !Jld l l I. 11 ll t I 
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v'ul t: 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

,/ 

Bondar-Clegg, Inr. 
12980 West Cedar Or. 

Lakewood, Colorado 80221! 
(303) 989-1404 
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Geochemical
Lab Report

Bondar-Oejjg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32635.4 ( COMPLETE ) REFERENCE INFO: 525-565

CLIENT: BROHM MINING CORP. 
PROJECT: R89-630

SUBMITTED BY: J. BARRON 
DATE PRINTED: 29-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 8 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 8 2 -150 8 Assay Prep 8
Excessive Wetness 66

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bonda -Clegg, ~-
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32635.4 ( COMPLETE l 

CLIENT: BROHPI l'IIMIMG CORP. 
PROJECT: R89-630 

ORDER 

1 Au 

ELEl'IEMT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

HUMBER 

8 

REMARKS: Final results are reported. 

REPORT COPIES TO: l'IR. Jll'I BARROM 
l'IR. Jll'I BARROM 

MUPIBER OF LOWER 
ANALYSES DETECTION LIPIIT EXTRACTION 

8 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUl'IBER 

8 

REFERENCE INFO: 525-565 

SUBPIITTED BY: J. BARROM 
DATE PRINTED: 29-MOV-89 

l'IETHOD 

Fire Assay 

SAMPLE PREPARATIONS NUMBER 

Assay P·rep 
Excessive Wetness 

8 
66 

INVOICE TO: PIR. Jil'I BARROM 



Bonda^Ctegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

Geochemical
Lab Report

BONDAR

A DIVISION OF INCHCAPE 1NSPEC

REPORT: D89-32635.4

NG SERVICES
DATE PRINTED:

PAGE 1

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT -j; ***’ - , fl If

mmm. ■ ■—* ■

D2 R89-630-525-530 0.007 
D2 R89-630-530-535 0.012 
D2 R89-630-535-540 0.006 
D2 R89-630-540-545 0.003 
D2 R89-630-545-550 0.002

00 M MHORQ

Bonwu,C~, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 089-32635.4 

SAl'IPLE 
HUl'IBER 

ELEIIEHT 
UNITS 

02 R89-630-525-530 
02 R89-630-530-535 
02 R89-630-535-540 
02 R89-630-540-545 
02 R89-630-545-550 

02 R89-630-550-555 
02 R89-630-55S-560 
02 R89-630-560-56S 

Au 
OPT 

0.007 
0. 012 
0.006 
0.003 
0.002 

0.003 
0.005 
0.003 

BC 
BONDAR-CLEGG 

& TESl:l'G SERVICES 
DATE PRINTED: 29-HOV-89 
PROJECT: R89-f>3 

Geochemical 
Lab Report 

PAGE 1 

J 
7 
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Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404

BROHM MINING CORP.
MR. JIM BARRON
P.O. BOX 485
DEADWOOD, SB
57738

; r Invoice

* \ ‘4ate
M A l *
;l ■

i ‘■Report No 
? **t4fenbject 
./ Reference

* f *'■£ * i
*; k ’V* x*- .

4ft.

s DO16844,

; 30 NOV 80

■ s D89 38635. 
: R69-&30 }l 

■t 585-565

*• •. . k • •»% •«...

Page 1

4

8 Analyses of Gold at * 7.00 56. 00
8ufotatal * 56.00 % 56. 00

8 a mpie Pr e pa r a tio n
& Samples of Assay Prep at % 3.00 ‘1 84.00

66 Samples of Excessive Wetness at * o.ao t 13. 80
Subtotal <1 37.80 4 37. 80

M i s c & 11 a n e o u s 0 h a r ij e s
4% S.D. states sales tax t 1.49
2% Deadwood city sales tax $ 0. 74

Subtotal. $ 8.83 % 8.83

I vt vo ice Totals % 95,43 U.8.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

-,BC 
BINJAR·CI.EGG 

lllWl11'1 HM llh, l lJ 

11 F, • J U 1 , Ar f ' 1t I 
i.U. BUX +I>• 
DU~VW(t(ll• 1' 
, I l, 1 

L l ,w ( l I 

Bondar-Clegg, Jnr. 
12980 We--t Cedar Ur 

I ake\\ood, (olorado 80228 
(303) 989-1404 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Geochemical
Lab Report

Bondar-Clegg^Inc.
1298(1 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32632.4 ( COMPLETE ) REFERENCE INFO: 565-865

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R69-630 DATE PRINTED: 6-DEC-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Netness 534
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM RAkRIHT

Bondar-C~ . hlC. 
129 \\ est Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-ClBiG 

Geochemical 
Lab Report 

/\ DIVISIO~ OF l~CHC/\Pl:. INSPECTION & TESTl l',G SERVICES 

REPORT: D89-32632.4 < COl'IPLETE) 

CLIEMT: BROHN NIMIMG CORP. 
PROJECT: R89-630 

ORDER 

1 Au 

ELENEMT 

Gold 

SANPLE TYPES 

D DRILL CORE 

MUl'IBER 

60 

RENARKS: Final results are reported. 

REPORT COPIES TO: NR. JIN BARROM 
1'111 .Tflll l<Ul,'1,'IIN 

MUNBER OF LOWER 
AMALYSES DETECTIOM Lil'IIT EXTRACTIOM 

60 0.002 OPT 

SIZE FRACTIOMS 

2 -150 

MUNBER 

60 

REFEREMCE IMFO: 565-865 

SUBNITTED BY: J. BARROM 
DATE PRIMTED: 6-DEC-89 

NETHOD 

Fire Assay 

SAl'IPLE PREPARATIOMS MUl'IBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

60 
534 

IMVOICE TO: NR. JIN BARROM 



Geochemical
Lab Report

Bondar-CkggvInc.
1298ftWest Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
ME PRINTED; 6-QEC-69

REPORT: 089-32632.4 PROJECT: R89-630 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-630-565-570 0.003 D2 R89-630-765-770 0.025
D2 R89-630-570-575 0.002 D2 R89-630-770-775 0.024
D2 R89-630-575-580 0.005 D2 R89-630-775-780 0.042
D2 R89-630-580-585 0.002 D2 R89-630-780-785 0.036
D2 R89-630-585-590 0.003 D2 R89-630-785-790 0.030

D2 R89-630-590-595 0.007 02 R89-630-790-795 0.031
D2 R89-630-595-600 0.016 02 R89-630-795-800 0.034
02 R89-630-600-605 0.002 02 R69-630-800-805 0.060
02 R89-630-605-610 0.009 02 R89-630-805-810 0.022
02 R89-630-610-615 0.005 02 R89-630-810-815 0.017

02 R89-630-615-620 0.032 02 R89-630-815-620 0.018
02 R89-630-620-625 0.017 02 R89-630-820-825 0.042
02 R89-630-625-630 0.019 02 R89-630-825-830 0.049
02 R89-630-630-635 0.020 D2 R89-630-830-835 0.046
02 R89-630-635-640 0.032 02 R89-630-835-840 0.103

02 R89-630-640-645 0.034 02 R89-630-840-845 0.148
02 R89-630-645-650 0.018 02 R89-630-845-850 0.098
02 R89-630-650-655 0.016 02 R89-630-850-855 0.063
02 R89-630-655-660 0.014 02 R89-630-655-660 0.014
02 R89-630-660-665 0.016 02 R89-630-860-865 0.035

02 R89-630-665-670 0.020
02 R89-630-670-675 0.016
02 R89-630-675-660 0.020
02 R89-630-680-685 0.030
02 R89-630-685-690 0.024

02 R89-630-690-695 0.025
02 R89-630-695-700 0.027
02 R89-630-700-705 0.083
02 R89-630-705-710 0.107
02 R89-630-710-715 0.054

02 R89-630-715-720 0.031
02 R89-630-720-725 0.039
02 R89-630-725-730 0.033
02 R89-630-730-735 0.121
02 R89-630-735-740 0.094

02 R89-630-740-745 0.055
02 R69-630-745-750 0.063
02 R89-630-750-755 0.077
02 R89-630-755-760 0.050
02 R89-630-760-765 0.053

Bondar-C~ nc. 
129 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32632.4 

SAIIPLE ELEIIEHT 
HUIIBER UHITS 

D2 R89-630-565-570 
D2 R89-630-570-575 
D2 R89-630-575-580 
D2 R89-630-580-585 
D2 R89-630-585-590 

D2 R89-630-590-595 
D2 R89-630-595-600 
D2 R89-630-600-605 
D2 R89-630-605-610 
D2 R89-630-610-615 

D2 R89-630-615-620 
D2 R89-630-620-625 
D2 R89-630-625-630 
D2 R89-630-630-635 
D2 R89-630-635-640 

D2 R89-630-640-645 
D2 R89-630-645-650 
D2 R89-630-650-655 
D2 R89-630-655-660 
D2 R89-630-660-665 

D2 R89-630-665-670 
D2 R89-630-670-675 
D2 R89-630-675-680 
D2 R89-630-680-685 
D2 R89-630-685-690 

D2 R89-630-690-695 
D2 R89-630-695-700 
D2 R89-630-700-705 
D2 R89-630-705-710 
D2 R89-630-710-715 

D2 R89-630-715-720 
D2 R89-630-720-725 
D2 R89-630-725-730 
D2 R89-630-730-735 
D2 R89-630-735-740 

D2 R89-630-740-745 
D2 R89-630-745-750 
D2 R89-630-750-755 
D2 R89-630-755-760 
D2 R89-630-760-765 

Au 
OPT 

0.003 
0.002 
0.005 
0.002 
0.003 

0.007 
0.016 
0.002 
0.009 
0.005 

0.032 
0.017 
0.019 
0.020 
0.032 

0.034 
0.018 
0.016 
0.014 
0.016 

0.020 
0.016 
0.020 
0.030 
0.024 

0.025 
0.027 
0.083 
0.107 
0.054 

0.031 
0.039 
0.033 
0.121 
0.094 

0.055 
0.063 
0.077 
0.050 
0.053 

BC~ 
BONDAR-CI EGG 

A DI\ 1S10~ OF 1,CHC.\PE- INSPECTIO. & TESTI\G SER\ K ES 
DATE PRINTED: 6-DEC-89 

I PROJECT: R89-630 

SAIIPLE ELEIIEHT Au 
HUIIBER UHITS OPT 

D2 R89-630-765-770 0.025 
D2 R89-630-770-77S 0.024 
D2 R89-630-775-780 0.042 
D2 R89-630-780-78S 0,036 
D2 R89-630-785-790 0.030 

D2 R89-630-790-795 0.031 
D2 R89-630-795-800 0.034 
D2 R89-630-800-80S 0.060 
D2 R89-630-80S-810 0.022 
D2 R89-630-810-81S 0.017 

D2 R89-630-815-820 0.018 
D2 R89-630-820-82S 0.042 
D2 R89-630-825-830 0.049 
D2 R89-630-830-83S 0.046 
D2 R89-630-835-840 0.103 

D2 R89-630-840-845 0.148 
D2 R89-630-845-850 0.098 
D2 R89-630-8S0-855 0.063 
D2 R89-630-855-860 0.014 
D2 R89-630-860-865 0.035 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BK'OHII MIMING CUPP. 
MR. JIM BARRON 
P.O. BOX 485 
DEADWOOD, SB 
57738

Invoice « 0010380, Page 

Date s S- DEC- 89

R e p o t t N o « I> 8 9'3 B 6 3 B. 4 
Project s R89--830 
R©ference* 565-.865

& 0 Analyses of GoId
Subtotal

at $ 7.. 00 t>
*

480„00 
480.00 T 480

8 a tw p 1 @ P r e p a r a. t i o n
80 Samples of Assay Prep

S34 Samples of Excessive Wetness
1 Sample of Sample Pickup

Subtota1

a t T 3.0 0 T
at t o.ao *
at Tick, 00 $

$

.180. 00
106.80 
18. 00 

898. 80 T 898

M i s c e 11 a n e o u s C h a r g e s
4X S.D.. state sales tax
B% Deadwood city sales tax 

Subtotal

<f>
T
*

11.. 95
5. 98

17» 9 3 $ 17

Invoice Iota1s $ 730

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

C 
BONDAR-CLEGG 

.,.,hUHl'i Plrht ,, 1.,lh'I'. 
''11," JI I'! ,Hf • Lil-! 
~•. IL HL1X H\'·.:, 
IH f.-1 f>I..JlJO 1 , I> 

t,f,.) ~ln.,d Y"= ·''.:: or f,ol,. 
'->L\ I., l C, t <' I 

~. -,m1.,li, 11'/'t:,• p~.1 ·, ,,. l:; 1. (.) 1 

. ~c, ,. . 
~) 1n~• I c C• I t"iC s,., y 

/• .. + ,· 
~) H1q .J t' ( j 

J. '> ·, 11 p I f·• (.'1"1 ,.-r.lfflj.t.f.f 

,,u, i:111··,. I. 

1 I .i. !:,C,. (a: I .I. c\ l l PP U !~ L h ,~. i ! I ( ' • 
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Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

(.~ .>l. ( }') 

f,,~ r•u·l'l, .lu: u-v~ .~,.'C. .,' • .t., 

1 • 1 , ,, t .. ri'., ·1 f:,. ~· 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



--



Geochemical
Lab Report

Bomto-Cleg^inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

BC
BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32633.4 ( COMPLETE ) REFERENCE INFO: 865-1050

CLIENT: BR0HM MINING CORP. 
PROJECT: RB9-630

SUBMITTED BY: J. BARRON 
DATE PRINTED: 30-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 37 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 37 2 -150 37 Assay Prep 38
Excessive Wetness 678

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bo ·-C~~nc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32633.4 <COMPLETE) 

CLIENT: BROHN MIHIHG CORP. 
PROJECT: R89-630 

ORDER 

1 Au 

ELEMENT 

Gold 

SAl'IPLE TYPES 

D DRILL CORE 

HUMBER 

37 

REMARKS: Final results a·re reported. 

REPORT co~•IES TO: MR. Jil'I BARROM 
l'IR. Jil'I BARROM 

HUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

37 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUNBER 

37 

REFERENCE INFO: 865-1050 

SUBMITTED BY: J. BARROM 
DATE PRINTED: 30-NOV-89 

METHOD 

Fire Assay 

SAMPLE PREPARATIONS HUMBER 

Assay Prep 
Excessive Wetness 

38 
f.78 

INVOICE TO: MR. JIM BARRON 



Bondar-Clegg Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

Geochemical
Lab Report

BONDARCLEGG
A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED: 30-N0V-89
REPORT: 089-32633.4 PROJECT: R89-630 PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-630-865-670 0.040
------------------------- 1------ ----------- - ---- rrr—

D2 R89-630-670-875 0.064
B2 R89-630-675-880 0.046
D2 R89-630-680-865 0.108
D2 R89-630-885-890 0.083

D2 R89-630-890-895 0.096
D2 R89-630-895-900 0.063
02 R89-630-900-905 0.043
D2 R89-630-905-910 0.082
D2 R89-630-910-915 0.091

D2 R89-630-915-920 0.067
02 R89-630-920-925 0.066
02 R89-630-925-930 0.045
02 R89-630-930-935 0.046
02 R89-630-935-940 0.058

02 R89-630-940-945 0.075
02 R89-930-945-950 0.051
02 R89-630-950-955 0.044
02 R89-630-955-960 0.050
02 R89-630-960-965 0.019

02 R69-630-965-970 0.014
02 R89-630-970-975 0.009
02 R89-630-975-980 0.011
02 R89-630-980-985 0.021
02 R89-630-985-990 0.035

02 R89-630-990-995 0.014
02 R89-630-995-1000 0.011
02 R89-630-1000-1005 0.012
02 R89-630-1005-1010 0.010
02 R89-630-1010-1015 0.012

02 R89-630-1015-1020 0.013
02 R89-630-1020-1025 0.017
02 R89-630-1025-1030 0.017
02 R89-630-1030-1035 0.055
D2 R89-630-1035-1040 0.070

D2 R89-630-1040-1045 
D2 R89-630-1045-1050

0.061
0.071

Bonoor-C~ Inc. 
12980 West C Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32633.4 

SAl'IPLE ELEl'IENT 
HUl'IBER UNITS 

D2 R89-630-865-870 
D2 R89-630-870-875 
D2 R89-630-875-880 
D2 R89-630-880-885 
D2 R89-630-885-890 

D2 R89-630-890-895 
D2 R89-630-895-900 
D2 R89-630-900-905 
D2 R89-630-905-910 
D2 R89-630-910-915 

D2 R89-630-915-920 
D2 R89-630-920-925 
D2 R89-630-925-930 
D2 R89-630-930-935 
D2 R89-630-935-940 

D2 R89-630-940-945 
D2 R89-930-945-950 
D2 R89-630-950-955 
D2 R89-630-955-960 
D2 R89-630-960-965 

D2 R89-630-965-970 
D2 R89-630-970-975 
D2 R89-630-975-980 
D2 R89-630-980-985 
D2 R89-630-985-990 

D2 R89-630-990-995 
D2 R89-630-995-1000 
D2 R89-630-1000-1005 
D2 R89-630-1005-1010 
D2 R89-630-1010-1015 

D2 R89-630-1015-1020 
D2 R89-630-1020-1025 
D2 R89-630-1025-1030 
D2 R89-630-1030-1035 
D2 R89-630-1035-1040 

D2 R89-630-1040-1045 
D2 R89-630-1045-1050 

Au 
OPT 

0.040 
0.064 
0.046 
0.108 
0.083 

0.0% 
0.063 
0.043 
0.082 
0.091 

0.067 
0.066 
0.045 
0.046 
0.058 

0.075 
0. 051 
0.044 
0.050 
0.019 

0.014 
0.009 
0.011 
0.021 
0.035 

0.014 
0.011 
0. 012 
0.010 
0.012 

0.013 
0.017 
0.017 
0.055 
0.070 

0.061 
0.071 

BC 
BONDAR-CLEGG 

A DI VISION OF INCHCAPE INSPECTION & TESTING SERVICES 
OAIE PRIHIEO· 30-HQV-89 

I PROJECT: R89-630 

• 
L 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

BROHM MINING CORP. 
MR,. JIM BARRON 
P.O. BOX 485 
DR AD WOOD, Si)
57732

•

Invoice:' s 1)010225, Pan<e 1
. • . i j . I '

Date : 30-M0V-89 V'* i

Report No: 1)89-32033.4 
Project ... : E89-630 
R e f e $\e nee: 865-10 5 O'

. ' * 1 N ' t i ..

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

37 Analyses of Gold 
8u btota1

at * 7.00 * 259.00
$ 259.00 f 259.00

S a m p 1 e P r e pa r a t i o n
37 Samples of Assay Prep 

678 Samples of Excessive Wetness 
Subtotal

at % 3.00 * 111.00 
at <& 0.20 $ 135.60

H 246.60 $ 246.60

Misee.11 aneous Charges
4# S.D. state sales tax 
2% Dead wood city sales tax 

Subtotal

t 9.86
$ 4.93
$ 14.79 $ 14.79

Invoice Totals % 520.39 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

C 
BONDAR-CI.EGG 

H..:UI 11'1 i'1 L N .£ti(., LOI I • 
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Bondar-Clcgg, lnr. 
U980 W~t Ceaar Dr. 

Lake\\ood, Colorado SOW< 
(303) 989-1404 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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